primaklima

CERTIFICATE OF ANALYSIS

Granulation: mesh  4x8
Apparent density: kg/m* 430
Moisture content: Gew.-% 2,8
Ash content: Gew.-% 2,9
(TC-adsorbtion: Gew.-% 68,2
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